
 

 

QUALITY CONTROL DEPARTMENT 

SPECIFICATION 

Molecular Sieve 3A 

 

 

PARAMETER    UNIT    SPECIFICATION 

Appearance        Fine White Powder 

Size of particles    µm    20 – 40 

Pore size    Å    3 

Loss on ignition (@550°C)  %    3.0 max 

Water adsorption capacity at  
RH = 60% @ 25°C   %    22 min 

Residue above 325mesh  %    0.5 max 

PH in 5% suspension   value    10 – 12 

Tapped density    kg/m³    600-800 
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