
The above information are the analytical results of our Quality Assurance Testing.

This certificate does not relieve the purchaser of normal liability for inspection of material upon delivery or prior to use.

THIS CERTIFICATE OF ANALYSIS HAS BEEN PRODUCED ELECTRONICALLY AND IS VALID WITHOUT A SIGNATURE.
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*** CERTIFICATE OF ANALYSIS ***

Michelman, Inc.
9089 Shell Road

Cincinnati OH 45236

Description Item/Customer 
Item

Lot Number Mfg. Date Exp. Date

MICHEMLUBE 743 ML743 3/9/2021 12/5/2023

Test
Name

Minimum
Value

Maximum
Value

Target 
Value

Actual
Results

TOTAL SOLIDS (%)            31.5            32.5            32.0            32.0
PH             6.0             7.5             7.1             7.1
LVT Viscosity (cps) #2@60RPM 0             150 34
MICROBIOLOGICAL NEG NEG



The above information are the analytical results of our Quality Assurance Testing.

This certificate does not relieve the purchaser of normal liability for inspection of material upon delivery or prior to use.

THIS CERTIFICATE OF ANALYSIS HAS BEEN PRODUCED ELECTRONICALLY AND IS VALID WITHOUT A SIGNATURE.
1

*** CERTIFICATE OF ANALYSIS ***

Michelman, Inc.
9089 Shell Road

Cincinnati OH 45236

Description Item/Customer 
Item

Lot Number Mfg. Date Exp. Date

MICHEMLUBE 743 ML743 3/23/2021 12/5/2023

Test
Name

Minimum
Value

Maximum
Value

Target 
Value

Actual
Results

TOTAL SOLIDS (%)            31.5            32.5            32.0            32.3
PH             6.0             7.5             7.1             7.2
LVT Viscosity (cps) #2@60RPM 0             150 32
MICROBIOLOGICAL NEG NEG


